SAMPLING STRUCTURAL COATINGS TXDOT DESIGNATION: TEX-736-1

Test Procedure for

SAMPLING STRUCTURAL COATINGS —af
TxDOT Designation: Tex-736-| o Transporation

Effective Date: December 2014

1. SCOPE

1.1 This test method outlines the procedure for sampling structural coatings.

2. PROCEDURE

2.1 An authorized representative of the Department will select and obtain a random sample
from the first batch of material received or from the most recently received batch of
material.

2.2 A sample consists of one complete, unopened can or kit of each coating type per
manufacturer.

3. TAGGING/LABELING, DOCUMENTING, AND SHIPPING

3.1 Follow the procedures as detailed in Tex-701-1.

3.2 Label each sample with representative batch numbers.

3.3 Include on Form 202 the batch numbers represented by the samples and the quantity of

each batch represented.

4. ARCHIVED VERSIONS

4.1 Archived versions are available.
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http://www.dot.state.tx.us/cst/forms/form202.xlsm

